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HA7{E B Company information

FREE AL B F R H R A F SUNWODA Electronic Co.,Ltd.
FITNERZXAGEEA A XM 2 S48 18, 2 ABX. 2 DKX-9

FAL AT # Floor 1,A,B,D District of Floor 2 and Floor 3 to 9 of Comprehensive Building, No.2
Consignor Yihe Road, Shilong Community, Shiyan Street, Bao'an District, Shenzhen City,
Guangdong Province, P.R. China
13823288548 xiangjing@sunwoda.com www.sunwoda.com
AL RIS LT PR A 7] Zhejiang Sunwoda Electronic Co. , Lid.
. WL & 2R W 2 AEREMEE 111 5-3 #. 4 % Building 3 and building 4,
MQ:—’A}%[{—;L No.111 Yanzhou Rd., Lanjiang St.,.Lanxi County, Jinhua City, Zhejiang Province P.R.
anufacturer China
13823288548 xiangjing@sunwoda.com www.sunwoda.com
MJ’JII%Iﬁ’% FEIL AL (TFR 2 1] Shenzhen Precise Testing Technology Co ..Ltd
R s PRI S L XA A I E AL X Z R R s 4 T (X 4-7#) 5 —2- 112 Floor
S 1-5,Building 4-7,Tongfuyu Industrial Park,Aiqun Road,Shangwu Community,Shiyan
Test lab Street,Baoan District,Shenzhen,Guangdong, P.R.China
0755-23406061 gongming@ptl-global.com www.ptl-global.com
FiJib{5 & Battery information
oo BB 7 FY A KB T Al o
Rechargeable Lithium ion b
Name B Brand
Battery
= OF50 JE gt A
- hType B Origlgza)__ testefl type
AR HLEE(V) - s Wi 4850mAh 18.97Wh(Rated)
Nominal voltage e ' : N Capacity/energy 5000mAh 19.55Wh(Typical)
o Rechargeable Li-ion single cell S /
Description baitery Li content
KR AT W0 Yy {48 =
Mo 0.0624 Appeit nce Silvery and yellow
aluminum-plastics shell
A5 B Test information
JFER & S . PR 5 3] v ;
Original test report No. SRl U Date of test report LRS00
AR BREE GRIEMARETM) 25 38.3 % UNITED ST/SG/AC.10/11/Rev.7&Am
Test standard NATIONS Manual of Tests and Criteria 38.3 end.1
T.1 =R A T.2 RENR 2
Altitude simulation At Passed Thermal test = Passed
T.3 #R3HMA g T4 il A
Vibration A Passed Shock & 1% Passed
T.5 SN ERHE % -~ T.6 # & 3%
External short circuit A Passed Crush A% Passed
TIEERRE N T.8 TRl A
Overcharge At Passed Forced discharge A Passed
38.3.3 () / 38.3.3 (g) /

AT kA TR A

www.ghs.cn 12




as

UN38.3 iz Ze fif 2
UN38.3 Test Summary

AT

812300800447626

& B F Sample Picture
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B% B MODEL

MOTOROLA
HEET R A () f A ]

FEFCIR BB Bt (P BB 8]
RECHARGEABLE LITHIUM ION BAT TERY
BATERIA DE ION DE LITIO
BATERIA DE IONS DE LiTIO
BAT TERIE LITHIUM-ION
BATERAI LITHIUM ION ,
SR/ R R *
gizzﬁ&&m@ [NOMINALVOLTAGE: 391V =
- MRS BB S B/RATED CAPACITY:4850mAh
AABER/ TYPICALCAPACITY 5000mAN/19.55Wh |
BUERERINOMINAL ENERGY:1B.97Wh  1ICP5/66/00

CAUTION.PRECAUCION.AVISO.AVERTISSEMEN

SEE MANUAL FOR SAFETY INFORMATION, | VEA.
* INFORMACION DE SEGURIDAD, | Ci

SEGURANGA NO MANUAL. | VOIR

SECURITE. | LIHAT PANDUAN UNT

LIMITED CHARGE VOLTAGE 4,50

QF50

BRI A [ GRS RIARHE ) ST/SG/AC.10/1

s I/Rev.7&Amend.138.3 FriEE
CorIZlusion Ko The tested samples meet the requirements of test items NITED NATIONS
Manual of Tests and CriteriaST/SG/AC.10/11/Rev.7& Amend
EE Tl
Remark J e b
B
— > ﬁéﬂ? 5 @h
. / = \ Iy /
%54 Signature L 2- ==L SRR Zf‘ gﬁzﬂ% \/-08-09
HR%: Title Issued daet”S T/
o e
fil &2 T2 Vice chief engineer
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