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Name of Sample: Li-ion Battery Pack JL-B21_H 7.4V 1500mAh 11. IWh
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g PSS HIAL JL-B21_H 7.4V 1500mAh 11.1Wh
oo 4 AR Chinese
Nameof Semple| &5 Li-ion Battery Pack JL-B21_H 7.4V 1500mAh 11. 1Wh
English
M5 1124100227
Sample No.
EZR ¥ CBUR B 5 R BT ||]
Consignor WUHAN JINGCHEN TRADE CO., LT
AF$4E IR e LA
Manufacturer GuangDong JinLu New Energy Co., Ltd.
B 7 ik A il AbRAET-)

Test method

ST/SG/AC. 10/11/Rev. 8 38.3 UN Manual of Tests and Criteria ST/SG/AC.10/11/Rev. 8
Section 38.3

AR CRRUTIRAET )

f I’\‘
FIR AT ST/SG/AC. 10/11/Rev. 8 38.3 UN Manual of Tests and Criteria ST/SG/AC. 10/11/Rev. 8
Criterion Section 38.3
= - .
f"“ i S, WA BRI
ppearance Black and blue Plastic film shell
s ) A i
Gk Sz 2024-10-12 e B 4 2024-10-17 ~ 2024-11-22
Accepted Date Test Date
B F B ol SRR AR By pat; AN Bl st S e SR OE
= Altitude simulation, Thermal test,Vibration, Shock, External short
Test Items circuit, Impact, Overcharge, Forced discharge
R, A EEE T GRIGRFRAEFM) ST/SG/AC. 10/11/Rev, 8. SPRESR.
The sample has passed the test items of UN Manual of T(": (THI
AP EEH |ST/SG/AC. 10/11/Rev. 8 Section 38.3 ﬂ)w |
/
¥4 \w
Conclusion ‘?_3
A A (Date)k 25 52024-
&z Al A P ZH Rechargeable Lithium Battery.
Comment
E o A R / % B 4 7
Consignor /
Address POSt COde
Jhof 17 A CE>7 '
¥A /IW B
Approver: Checker: Compller
LEE S

Title:

BT HE I e 4=

B4 (Head of New Energy Safety Department)
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; 2 > X p=- i, O
. L - o fi
N Name of Test Standard requirement or The .
0. lterns Clause Number of Standard Test Result | Conclusion | Remark
AT G FUbRHET
. ) ST/SG/AC. 10/11/Rev. 8 38. 3 ST, 1 WIS 1
1 %Eﬁm UN Manual of Tests and Criteria o - ; Aﬁﬁ'
Alt d See Appendix 1 8 /
1tude ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test Passed
simulation T.1 458
A Calis FdRdET
R ) ST/SG/AC. 10/11/Rev. 8 38.3 W4T 2 W 2
2 i, UN Manual of Tests and Criteria See Appendiz 12 &k
Thermal test  [s7/56/AC. 10/11/Rev. 8 Section 38.3 Test o e r):sq d '
1.2 dasSSse
R GRERBRHET
R i) ST/SG/AC. 10/11/Rev. 8 38.3 HRIET. 3 WL 3
3 Vibration UN Mnillml of Tr-isLs an:? (‘I‘]:lt?l'jﬂ See Appendix 3 {__l&f‘.ﬁ /
ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test Pascad
T.3
BRI (U AbE T
ik ) ST/SG/AC.10/11/Rev. 8 38.3 RA4GT. 4 WL 4
1 Shock UN Mmmql of Tests anrj (':.'@wria See Appendix 4 -{3- /
2l ST/SG/AC. 10/11/Rev. 8 Section 383 Test Pacted
T. 4. C
ﬁifrlﬁﬁf«bmﬁlﬁ?ﬂﬂ"- "
1) ST/SG/AC. 10/11/Rev. 8 38.3 WAT. 5 W 5
5] Ext 5'}‘%‘15’%11 + UN Manual of Tests and Criteria See Appendix 5 ﬁ.m /
xternal short Is7/SG/AC.10/11/Rev.8 Section 38.3 Test Wapere
circult 1.5 4 L
B H GRBRIBRE T
i ME) ST/SG/AC. 10/11/Rev. 8 38,3 LT, 6 WL 6
6 I t LT"- R.Iz?nua.] of Tests and [.'rlih"ria See Appendix 6 a8 /
mpac ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test "
T. b [s
BAIH GREERprAET
W7 JIF) ST/SG/AC. 10/11/Rev. 8 38.3 RIRT. 7 Wi 7
7 UN Manual of Tests and Criteria See Appendix 7 ﬁ-lﬁ s
Overcharge ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test e
T.7 Passed
Bl GREEFERHET
) ST/SG/AC. 10/11/Rev. 8 38.3 44T, 8 WL 8
8 F a’%‘rﬁgm‘?}* UN Manual of Tests and (‘r?toria Sea .«\;nemiix 8 i s /
orced d1scharge |S1/s6/AC. 10/11/Rev. 8 Section 38.3 Test 3,
T8 Passed
) BRI A4 SR : 20°C—25°C ; BRI - /%
: ie smnerature: 20°C-25°C - :
Test Environment Ambient temperature:20°C-25°C;Ambient humidity:/%
Condition
R A )
3 Test Item
OB Testlem —
Subcontracted Test soxHE | L / [45
Condition Subcontracted | Name Post Code
Laboratory e bk / 9,45 y
Address Tel

140 “F &~
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5 | AR A B L AR e R
No. Name of Test Items Altitude simulation
R 3 B2k A RIETAT Before RI /5 After FERE | HAGE| ik
Y5 Sample Status RE FREE RE Fr#&H/E | Mass Loss | Residual |JLE
Sample Mass ocv Mass ocv OoCV  |Other
No. /g N /g N 1% % Event
001 | joyenc®t | 90,5765 | 8.38 | 90.5760 | 8.37 0.00 | 99.88 | o©
002 | oo ®t 1 90.3734 | 8.38 | 90.3731 | 8.38 0.00 | 100.00 | ©
003 | oyepei it | eo.7707 | 838 | 90.7681 | 8.37 0.00 | 99.88 | o
004 | ek | ogo.2760 | 8.38 | 90.2738 | 8.38 0.00 | 100.00 | ©
005 | pserepoiiied | 904284 | - 8.37 | 90.4262 | 8.37 0.00 | 100.00 | o
006 | ppcrorrs oogl SIROOEMas i 5. 9@ 000Eps | | 5.5 0.00 | 99.88 | o
007 | ookt eo1.0636 | 836 | 91.0633 | 8.36 0.00 | 100.00 | ©
008 | pscrcrorsiao. . | 90.9183 | 8.38 | 90.9164 | 8.37 0. 00 99.88 | ©
s pThis :ipﬂi(::ﬁinhllt;ll:llkional'Iy
#iE: Lk V-IRA DAk R-AZL PR K 0-Riih. ARA. LMK, RKE. RRX,

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage.No Venting,
No Disassembly,No Rupture & No Fire.

2\
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Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.

4/11
A% : BATE £ | AR
No. Name of Test Items Thermal test
#5 | Mers el Bl RBE A | g imsk| Mo L
%5 Sample Status RE |FRLE RE FF#8-9,/E | Mass Loss| Residual | 5%
Sample Mass ocv Mass ocv OCV  |Other
No. /g N /g A% /% /% | Event
001 | oy o] 90.5760 |  8.37 | 90.5315 | 8.20 0. 05 97.97 | o
002 | oy port 1903731 | 8.38 | 90.3272 | 8.21 0. 05 97.97 | o
003 | oyt 1 90.7681 | 8.37 | 90.7262 | 8.2 0.05 | 98.09 | o
004 | joyeprr® 1 90.2738 | 8.38 | 90.2307 | 8.21 0. 05 97.97 | o
005 | peroprcirot 190.4262 | - 8.37 | 90.3846 | 8.21 0.05 | 98.09 | o
006 | psevepacrrote 90,4404 | 8.37: 903804 | 8.22 0. 05 98.21 | o
007 | peevepirnet 91,0633 | 836 | 91.0189 | 820 0.05 | 98.09 | o
008 | oA | 90.0164 | 8.37 »| 00.8717 | 8.21 0.05 | 98.09 | o
A FEE P
Fik: L V-RA D-AHR R-ZRA F-R2K 0-AMRK. LB, LMK, RHE. fAX,
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A5 3 oM AR B 4 AR /o3|
No. Name of Test [tems Vibration
B 4\—}2‘ e P 1 ‘.‘.\ ter =
ﬁcﬁz #%%?& XIEA] Before RIS After &.%;}mi 5’@]%%&—_ .‘,E\t»f@,
%T Sample Status RE FHEVE RE FFE#4 @, /& | Mass Loss | Residual | IL%
Sample Mass ocv Mass ocv ocy Other
No. /g AY /g A% 1% /% Event
001 | opepet e 1905315 8.20 | 90.5663 | 8.19 0.00 | 99.88 0
. ICYCHE e HL Qe ! aps ‘
002 LCYC I,lll‘]‘),' c;m_gmi 90. 3272 8. 21 90. 3657 8. 20 0. 00 99. 88 0
; 1CYCHE 4 Fa i o ; - :
003 10YC Fully‘ Chm_ged 90. 7262 8. 21 90. 7606 8. 19 0.00 99. 76 0
ICYCHE 4 7l e P apar :
004 feye Ful';y' Cl“lﬂrgvd 90. 2307 8. 21 90. 2682 8. 19 0. 00 99. 76 0
= 25CYCoE A Fat . ; ane :
005 25”.; F“”},' P;m_gﬂl 90. 3846 8. 21 90. 4206 8. 19 0.00 99. 76 0
25CYCHE4 Fo v e : i
006 BEONE Full_\_' chasfibe 90. 3994 8. 22 90. 4364 8. 20 0.00 99. 76 0
= 25CYCHE4 fo b =
007 95CYC F”j; :Lhazl-ged 91,0189 8. 20 91. 0552 8.19 0.00 99. 88 )
008 ,,q(jgf}fl“fjﬁﬁge . | 90.87T17 ] 8.21 90. 9098 8. 20 0. 00 99. 88 0
\ T,%,-F-This space intentionally

FiE: LR V-RA DAk R-sREL PR K 0-RiiR. LRA. AR, LKL, ALk,
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage.No Venting,
No Disassembly.No Rupture & No Fire.




kA T B A AT PR E]
o R E - R

Shanghai Institute of Chemical Industry

Testing Co., Ltd. Test Report— Appendix 4

NO. 1124100227

left blank

6/11

5 4 A B & AR it

No. Name of Test Items Shack

RIE AT Before RIS After -
#a | mags : RER (HROE | S
P Samiple Statiis FE | FHE| RE FF349, /% | Mass Loss | Residual | I35
Sample Mass ocv Mass ocv ocv Other
No. /g A" /g Y 1% /% Event
—
001 | e rait o 190.5663| 8.19 | 90.5652 | 8. 18 0. 00 99.88 | o
002 | jeyc et o 190.3657 | 8.20 | 90.3633 | 8.20 0. 00 100.00 | o©
S Talt ‘.:4 -y i

003 | oo fT;'f’aL%ged 90. 7606 8.19 90. 7605 8. 18 0. 00 99. 88 0

004 | oyepaerr® o 1oo.2682| 8.19 | 90.2662 | 8. 19 0. 00 100.00 | o©

005 | ssvepriaed 1 90.4206| 8.19 | 90.4177 | 8.19 0. 00 100.00 | o

006 | 5o punsy iy | 90.4364 | 8.200 | 90.4342 | 8.19 0. 00 99.88 | o

007 | sscvcmrnrone ol ali0s52 | 8.19 | 91.0551 | 8.19 0. 00 100.00 | o

5CYCSE A7
008 | ssevc paor ool el 00,0098 | 8.20° '[+00:9075 | 8.19 0. 00 99.88 | o
1 T"ﬁi [i This space intentionally

Fik: - V-IRA D-MIK R-3Z F-R K 0-ARH. LBA. AR, ARG, AKX,
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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5 = AR B 4 AR S B

No. Name of Test Items External short circuit
TP HRRA HEREHRHEL E X}
Sample No. Sample Status Max. Exlern/aolCTemperature Other Event

001 1(\%?511}?:{\5;;'#;;“1 56. 8 0

002 1(:\’(1:(?1?‘5 f#\/}ftllil},u] 072 0

003 l(I\’g'(j:ﬁ.ff?jﬁﬁge(i 26. 8 0

004 :ué‘fﬂﬁf\ﬁf&ed o7.4 0

003 25CYC Farls amecaet 56. 0 0

006 z%?cﬂLFm\/‘\jﬁ:{imd o810 0

007 25($5(¥tﬁfﬁlﬂgged 57.5 0

008 25CYCoE A 7e 58, 0 o

25CYC Fully charged

bR 2 This space lr;)l;;:llkmnally left

&iE: D-ARIR R-2RK F-ARK 0-AMIK. ALKk, TARE.
Note: D-Disassembly R-Ruptur F-Fire O-No Disassembly,No Fire & No Rupture.

A

1="
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5 6 o R B 4 AR il
No. Name of Test Items Impact
ﬁgﬂ%% R 2 M:j ii{iilﬁifmture R AL
Sample No. Sample Status ' C P Other Event
010 m‘lg\g}; [i::::] ty B9 g
011 1mlrma(ofo(u$|:1 ty 117.1 9
012 1(:\’lcgﬁscow?%ﬁ;::ti ty 117.8 B
013 I C\}CC\.ISC(]‘)’?({:VZE:::? ty 120.3 O
016 255%1?CCY5C0%50§;?£& ty 1113 0
i 23;{%\5(0%3(;:;:;{{;1 ty 1166 0
018 25CYC 50%%HiE 123. 8 0

25CYC 50% Capacity

LU E

This space intentionally left

blank

#iE: D-FR4R F-2 K -k, AKX,
Note: D-Disassembly F-Fire O-No Disassembly & No Fire.
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A% - RAUAA LA | LT

No. Name of Test [tems | gyercharge
Houths GREEIES HA6R %
Sample No. Sample Status Other Event

019 IF\(I(IY‘ETLIJ\?\:]};L%Q;{(I £

020 LCYC Fuly charged o

021 lCYéCEE¥EJEjﬁSigOH O

022 LCHC Fitly sharged D

023 25C$gcgﬁ¥$:§:ﬁﬂigvd .

024 25C$gcﬁi???§3ﬁgigod &

026 25CYCE A TR 0

25CYC Fully charged

This space intentionally left blank

LLF2H

Hix: D-ARIK F-AK O-RARIR. BAK.

Note: D-Disassembly F-Fire O-No Disassembly & No Fire.
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No. Name of Test Items Forced discharge
o5 #HouK & HeR
Sample No. Sample Status Other Event
027 1CYC l[(l?l[|j;t“:l|>.lﬁ‘ﬁllll_“drg(_d 0
028 1CYC llsrlfij’)"ia%ij‘fi{crl?al'gEL'i 0
029 1CYC ]F[ilylclﬁji?iﬁfcﬁn‘ged o
030 LCYC ackﬁﬂ)?.%l}ikc?arged 2
031 LCYC lr(.ffﬁi“ fl\llfclilf‘a rged ¢
032 LoYC lrifﬁjxt fl?jskc[il]large(l 9
033 1CYC lﬁﬂﬁ%ﬁ%{:’ﬁarged 0
034 1CYC 1]21&1(‘1); {t;}.ififarged 0
035 1CYC ]i’[lj'l[‘l%%iﬁsflc?arged q
036 1CYC JESUYJ(IJ\L flri}}sﬁc?arged o
037 szf;cjlc fi?gcﬁwged 0
038 25(:Yc25r§:(1(:1,}f %i%cﬁl%m'ged 0
039 25('\’(?5[?{3{1( 1)vL '/(l;ijfi:%m-ged -
040 25(fY(?5l§:ﬂC£i’E§iﬁ§cfEaI‘g9" o
041 JDFY(ZFJI{UYIC]J\L %Ecl}{farged =
042 ESCY(? :;Ll:’rl(l}\? /l[;lﬁi?a rged =
043 23(\(2?(1}1(lihlcil\1fi§§lgi'ngod &
044 23(\(23I'(1}1(1J\L ?Fiii:farged 2
045 25CY( ) ?u\ ’l[ II\L /(;:.ifzzlllfa rged i
046 25(fx’t??$1ci{:é§ijficll{fa rged &

Hik: D-MRIR F-ARK 0-RfAh. LAK,
Note: D-Disassembly F-Fire O-No Disassembly & No Fire.
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